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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

FLOAT

2004

Assay/analysis                

Grab

Gold 1.480 g/t

Silver 13.2 g/t

Copper 1 %

a float sample (185257) of mineralized quartz vein 

material

Assessment Report 27638
N

NORTHWEST

1990

Assay/analysis                

Chip

Gold 0.550 g/t

Silver 14.0 g/t

Copper 0.243 %

chip samples (DJ-020 through -022) over 0.25 to 0.50 

metre of quartz veining in a silicified andesite with 

pyrite and chalcopyrite, located approximately 150 

metres to the north west

Assessment Report 20671

N

SAMPLE

1990

Assay/analysis                

Grab

Silver 15.3000 g/t

Gold 5.6500 g/t

Copper 0.6100 %

Sample JD-012, taken from a mineralized quartz vein 

up to 40 centimetres wide.

Assessment Report 20671.
N

SAMPLE

1988

Assay/analysis                

Chip

Gold 0.18 g/t

Silver 3.5 g/t

Copper 0.168 %

a chip sample (33229) of quartz veining with 

chalcopyrite, malachite and azurite over 0.40 metre

Assessment Report 18536
N

NORTHWEST

1985

Assay/analysis                

Rock

Gold 0.51 g/t

Silver 9.4 g/t

Copper 1.02 %

a rock sample, taken approximately 200 metres to the 

north west

Assessment Report 14765
N
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