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Year/Report On

Tonnage/
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Comments

SAMPLE

1985

Assay/analysis                

Grab

Silver 8.9000 g/t

Zinc 0.0300 %

Sample LC85-425, a rock sample of feldspar porphyry.

Assessment Report 14965.

N

SKARN

1985

Assay/analysis                

Chip

Zinc 2.5 %

Silver 1.1 g/t

two chip samples of mineralized skarn yielded 1.3 and 

2.5 per cent zinc with 2.2 and 1.1 grams per tonne silver 

over 5.7 and 5.0 metres, respectively, while grab 

samples from the area yielded up to 4.6 per cent zinc, 

4.3 grams per tonne silver and 0.10 gram per tonne gold

Assessment Report 14935

N
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