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Category
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Comments

SAMPLE

1986

Assay/analysis                

Chip

Silver 14.2000 g/t

Gold 0.3400 g/t

Copper 0.1690 %

Lead 1.0000 %

Silver and lead (greater than 1 per cent) from sample 

ED-94, gold from sample ED-95 and copper from 

sample ED-99.

Assessment Report 15412.
N

SAMPLE

1985

Assay/analysis                

Chip

Gold 0.340 g/t

Silver 14.2 g/t

Copper 0.162 %

Lead 1 %

Zinc 1 %

Chip samples of chalcedony stockwork from the 

Amethyst Valley zone.

Assessment Report 15412
N

FLOAT

1981

Assay/analysis                

Grab

Silver 6.6 g/t

Lead 2.08 %

A talus float sample (SC-37-81-1) of quartz-calcite 

veining with disseminated galena in a propylitic altered 

volcanic, located approximately 600 metres to the 

north-northwest.

Assessment Report 9411 and 10242

N

SAMPLE

1981

Assay/analysis                

Rock

Copper 2.50 %

Silver 19.0 g/t Assessment Report 9411 and 10242

N
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