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NORTHEAST

1989

Assay/analysis                

Grab

Silver 8.0 g/t

Lead 0.147 %

Zinc 1.455 %

A grab sample (18419) of andesite porphyry, located 

approximately 2 kilometres to the northeast.

Assessment Report 18338
N

SAMPLE

1988

Assay/analysis                

Chip

Silver 5.0000 g/t Sample L-160, a 2.8-metre chip sample from Trench A. 

Sample L-159, a 2.6-metre channel sample assayed 3.3 

grams per tonne silver.

Assessment Report 17683.
N

SAMPLE

1985

Assay/analysis                

Chip

Zinc 0.211 % Chip samples from a series of silicified zones in a 

gossanous andesite host.

Assessment Report 15412
N

NORTHEAST

1981

Assay/analysis                

Rock

Silver 22.0 g/t

Copper 0.720 %

Three rock samples from an area of pyritic gossan with 

malachite staining associated with a shear zone, located 

approximately 1.3 kilometres to the north- northeast on 

the On claim.

Assessment Report 9411

N
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