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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

NORTHEAST

2018

Assay/analysis                

Grab

Copper 0.701 %

Silver 10.9 g/t

grab sample (100427) of andesite with malachite, 

azurite, chalcopyrite and galena, located approximately 

750 metres to the north east

Assessment Report 38203
N

NORTHWEST

1981

Assay/analysis                

Grab

Copper 1.720 %

Silver 9.0 g/t

four samples (61395, 61397, 61400 and 61401) of 

quartz-epidote-chalcopyrite-bornite, taken along the 

ridge to the north west, yielded from 0.450 to 1.720 per 

cent copper with up to 9.0 grams per tonne silver

Assessment Report 9995

N

MAIN

1981

Assay/analysis                

Grab

Silver 2.8000 g/t

Lead 0.8000 %

Zinc 0.5250 %

Assay results are from Sample 71001.

Assessment Report 9995.

N

NORTHEAST

1981

Assay/analysis                

Grab

Gold 2.16 g/t a sample (61385) from an area of 

quartz-sericite-calcite-pyrite veining, located 

approximately 400 metres to the north east

Assessment Report 9995
N
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