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WEST

2012

Assay/analysis                

Rock

Silver 21.1 g/t a sample (1710535) of andesite cut by 

quartz-carbonate-sulphide stringers

Assessment Report 33556
N

WEST

1994

Assay/analysis                

Grab

Gold 0.05 g/t

Silver 25.7 g/t

a grab sample (145620) of limonitic feldspar porphyry 

with quartz veins up to 2-centimetre across

Assessment Report 23663
N

WEST

1983

Assay/analysis                

Rock

Gold 0.425 g/t

Silver 4.7 g/t

two rock samples 26848 and 26849

Assessment Report 11843

N

SAMPLE

1981

Assay/analysis                

Grab

Silver 11.6000 g/t

Gold 4.2000 g/t

Zinc 0.0212 %

Sample 5974C.

Assessment Report 10471.

N

WEST

1981

Assay/analysis                

Grab

Gold 0.850 g/t

Silver 248.3 g/t

Copper 0.940 %

samples (71148 through 71160) of quartz-carbonate 

veining

Assessment Report 9833
N
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