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NORTHEAST

1996

Assay/analysis                

Rock

Gold 0.768 g/t

Silver 38.7 g/t

Sample (LPJ-6) of hydrothermal quartz vein breccia, 

taken from a ridge approximately 1.5 kilometres to the 

east-northeast.

Assessment Report 25054
N

SAMPLE

1996

Assay/analysis                

Rock

Copper 0.446 %

Silver 6.9 g/t

A rock sample (LPJ-13) of syenite to monzonite 

hosting pyrite and chalcopyrite associated with 

chloritized hornblende.

Assessment Report 25054
N

SAMPLE

1987

Assay/analysis                

Grab

Silver 66.0000 g/t

Gold 0.2550 g/t

Sample RYO 106032.

Assessment Report 17061.

TRENCH

1985

Assay/analysis                

Rock

Silver 1.8 g/t

Gold 0.105 g/t

Two trenches were dug about 500 metres south of the 

previous sample and intersected clay-rich, bleached and 

altered rock with four of five samples from Trench 2 

yielding silver values ranging from 1.5 to 1.8 grams per 

tonne, while a rock sample (R252) assayed 0.105 gram 

per tonne gold.

(Assessment Report 15264

N

SAMPLE

1980

Assay/analysis                

Rock

Gold 0.18 g/t

Silver 4.6 g/t

Zinc 0.560 %

Rock sample (SC-41-80-7) of quartz vein material.

Assessment Report 9001

N

SAMPLE

1972

Assay/analysis                

Rock

Gold 0.59 g/t

Silver 78.0 g/t

A rock chip sample from the Ian occurrence area.

Assessment Report 4091

N
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