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SAMPLE

2017

Assay/analysis                

Rock

Gold 0.192 g/t

Silver 74.2 g/t

Rock sample 952372.

Assessment Report 37516

N

TRENCH

2004

Assay/analysis                

Rock

Gold 2.83 g/t

Silver 22.1 g/t

Lead 0.5596 %

Sample (185963) of vein material from the “Zorro” 

trench.

Assessment Report 27634
N

SAMPLE

2003

Assay/analysis                

Rock

Gold 3 g/t

Silver 37.1 g/t

Lead 1.00 %

Zinc 10.00 %

Assessment Report 27429

N

TRENCH

1989

Assay/analysis                

Chip

Gold 1.03 g/t

Silver 10.2 g/t

A rock chip sample (106184) from trench 4 over 2.0 

metres.

Assessment Report 19998
N

TRENCH

1989

Assay/analysis                

Chip

Gold 0.11 g/t

Silver 12.4 g/t

Average of chip sampling of trench 1 over 8.0 metres.

Assessment Report 19998

N

SAMPLE

1988

Assay/analysis                

Grab

Gold 1.15 g/t

Silver 70 g/t

Lead 0.55 %

Sample no. 2.

Assessment Report 18161

N

SAMPLE

1981

Assay/analysis                

Grab

Silver 409.7000 g/t

Gold 10.7000 g/t

Copper 0.0040 %

Lead 0.0500 %

Zinc 0.1000 %

Sample SC-44-80-11, from a grey quartz vein in 

volcanics.

Assessment Report 9747.

SAMPLE

1981

Assay/analysis                

Grab

Gold 4.7 g/t

Silver 15.0 g/t

Sample (CC-17-81-1) from a quartz vein.

Assessment Report 9747

N
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