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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

NORTHEAST

2004

Assay/analysis                

Rock

Silver 4.9 g/t

Copper 0.326 %

a rock sample (TD 94) of andesite with barite veins and 

malachite, taken from a road cut located approximately 

700 metres to the north east

Assessment Report 27602
N

SAMPLE

1972

Assay/analysis                

Grab

Silver 3.7400 g/t

Gold 0.0340 g/t

Copper 1.5400 %

Zinc 0.2750 %

Sample KX26519.

Assessment Report 3987.
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