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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

NORTH

1988

Assay/analysis                

Grab

Silver 0.7200 g/t The sample (CS-51) contained 10 per cent pyrite and 1 

to 3 per cent chalcopyrite and was only assayed for 

silver and gold.

Assessment Report 18465.
N

SOUTH

1988

Assay/analysis                

Grab

Silver 1.0200 g/t Sample CS-49 contained 1 per cent chalcopyrite and up 

to 5 per cent pyrite and was only assayed for silver and 

gold.

Assessment Report 18465.
N
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