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DRILLHOLE

2024

Assay/analysis                

Drill Core

Gold 1.07 g/t DDH CZ-24-001: 61.52 metre intercept, including 

43.49 metres of 1.4 grams per tonne gold, and including 

0.5 metres of 24.3 grams per tonne gold.

Sun Summit Press Release, Nov 18, 2024. 

www.sunsummitminerals.com

N

DRILLHOLE

2024

Assay/analysis                

Drill Core

Gold 1.64 g/t DDH CZ-24-002: 29.08 metre intercept, including 0.87 

metres of 16.6 grams per tonne gold, 11.60 grams per 

tonne silver and 4.47 per cent zinc.

Sun Summit Press Release, Nov 18, 2024. 

www.sunsummitminerals.com

N

DRILLHOLE

2024

Assay/analysis                

Drill Core

Gold 0.70 g/t DDH CZ-214-003: 95.5 metre intercept, including 34 

metres of 1.32 grams per tonne gold, and including 0.5 

metres of 18.0 grams per tonne gold and 1.37 per cent 

zinc.

Sun Summit Press Release, Nov 18, 2024. 

www.sunsummitminerals.com

N

DRILLHOLE

2024

Assay/analysis                

Drill Core

Gold 2.11 g/t DDH CZ-24-004: 122.53 metre intercept, including 20 

m of 10.01 grams per tonne gold, and including 4.04 

metres of 46.78 grams per tonne gold, and including 

1.52 metres of 121 grams per tonne gold.

Sun Summit Press Release, Nov 18, 2024. 

www.sunsummitminerals.com

N

ROCK

2024

Assay/analysis                

Grab

Gold 222 g/t

Press Release, Sun Summit Minerals, Nov. 18, 2024

N

SOUTH

2018

Assay/analysis                

Grab

Gold 0.377 g/t Grab samples (100276 and 100278) of rusty 

orange-grey weathered intermediate volcanic with 

fine-grained pyrite and traces of chalcopyrite(?) from 

the Orest zone area

Assessment Report 38203

N

SOUTHWEST

2018

Assay/analysis                

Grab

Silver 39.4 g/t

Gold 0.282 g/t

Copper 0.175 %

A grab sample (100424) of tuff/flow with malachite, 

located approximately 500 metres to the southwest

Assessment Report 38203
N

CREEK

1998

Assay/analysis                

Drill Core

Gold 21.65 g/t over 5.50 metres (107.5 to 113.0 metres down-hole) in 

hole CZ-98-12 on the Creek zone

Assessment Report 2575
N

SOUTH

1998

Assay/analysis                

Chip

Gold 2.0 g/t trenching on the Orest zone indicated a mineralized 

interval of 11 metres true-width grading 2.0 grams per 

tonne gold

Assessment Report 2575
N
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SOUTH

1998

Assay/analysis                

Drill Core

Gold 2.40 g/t over 5.00 metres (213.0 to 218.0 metres down-hole) in 

hole CZ-98-16 on the Orest zone

Assessment Report 25757
N

CREEK

1997

Assay/analysis                

Drill Core

Silver 92.2000 g/t

Gold 100.5000 g/t

Copper 1.3400 %

Lead 0.4600 %

Zinc 11.7000 %

Width of 4 metres in core.

Northern Miner, March 16, 1998.

N

SOUTH

1994

Assay/analysis                

Chip

Gold 1.31 g/t a chip sample (145639) of fracture propylitic altered 

feldspar porphyry with minor quartz veining and pyrite 

associated with a fault trending 132 degrees and dipping 

vertically, taken from the area of Orest zone, over 1.0 

metre

Assessment Report 23663

N
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