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SAMPLE

2004

Assay/analysis                

Rock

Silver 159 g/t

Copper 1 %

A sample (165315) of malachite-stained outcrop.

Assessment Report 27790

N

SAMPLE

2003

Assay/analysis                

Drill Core

Copper 3.6 %

Silver 1305.00 g/t

Zinc 0.27 %

Lead 0.16 %

Selected maximum analytical values from various grab 

samples from fracture-hosted chalcopyrite and bornite 

mineralization.

Assessment Report 27429.
N
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