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SAMPLE

2004

Assay/analysis                

Chip

Gold 1 g/t

Lead 1 %

Two 1.0-metre-long chip samples from the same area 

assayed 1 and 0.92 gram per tonne gold, respectively, 

with lead values in excess of 1 per cent gold from highly 

altered volcanic rocks located approximately 150 metres 

in elevation below the Nub West alunite cap.

Assessment Report 27634.

N

SAMPLE

2004

Assay/analysis                

Rock

Gold 12.87 g/t Rock samples from highly altered volcanic rocks located 

approximately 150 metres in elevation below the Nub 

West alunite cap.

Assessment Report 27634
N

SAMPLE

2003

Assay/analysis                

Grab

Assessment Report 27429

N
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