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SAMPLE

2005

Assay/analysis                

Grab

Copper 0.46 % The average of the 50 samples is 0.46 per cent copper.

Press Release - Stealth Minerals Ltd., October 3, 2005.

N

SAMPLE

2005

Assay/analysis                

Rock

Copper 1.49 %

Silver 14.7 g/t

Two rock samples (64305 and 36310) assayed 1.49 and 

1.46 per cent copper with 5.8 and 14.7 grams per tonne 

silver over 0.08 and 0.20 metre, respectively.

Assessment Report 28042.
N

SAMPLE

2005

Assay/analysis                

Chip

Copper 1.04 %

Silver 12.6 g/t

Gold 0.105 g/t

Chip sample 64226 over approximately 5.5 metres.

Assessment Report 28042.

N

VEIN

2005

Assay/analysis                

Grab

Gold 0.245 g/t Sample (53972) of quartz vein with massive pyrite, 

taken from a ridge approximately 1 kilometre to the 

south-southeast.

Assessment Report 28042.
N
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