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FLOAT

2018

Assay/analysis                

Grab

Iron 45.06 %

Molybdenum 0.065 %

a float sample (PB088B) of massive magnetite, taken 

from a east facing slope to the north east

Assessment Report 36516
N

DRILLHOLE

1997

Assay/analysis                

Drill Core

Gold 0.09 g/t

Copper 0.05 %

copper over 6.71 metres in hole 97-1

Assessment Report 25535

N

FLOAT

1991

Assay/analysis                

Grab

Gold 1.20 g/t float grab samples (3915 and 3926) of pyritic feldspar 

porphyry

Property File - P. Reynolds [1994-10-26]: Summary 

Report on the Mountain Mineral Claim
N

SAMPLE

1982

Assay/analysis                

Grab

Gold 0.2 g/t Sample 18807 of pyrite-rich volcanics

Assessment Report 11152

N
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