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Commodity Grade Reference/

Comments

B

2018

Assay/analysis                

Rock

Copper 2.59 %

Silver 47.9 g/t

Gold 0.124 g/t

samples of volcanic rocks from the BG zone

Tupper, D.W. (2019-08-12): NI 43-101 Technical 

Report on the Golden Lion PropertyN

SKARN

2018

Assay/analysis                

Rock

Copper 13.5 %

Gold 2.47 g/t

Silver 158 g/t

nine rock samples of mineralized skarn from two zones, 

located approximately 400 metres apart, yielded from 

1.345 to 13.5 per cent copper, 0.146 to 2.47 grams per 

tonne gold and 2.7 to 158 grams per tonne silver

Tupper, D.W. (2019-08-12): NI 43-101 Technical 

Report on the Golden Lion Property

N

SAMPLE

2004

Assay/analysis                

Grab

Gold 5.69 g/t

Copper 1 %

Silver 9.1 g/t

A quartz vein sample with chalcopyrite.

Assessment Report 27635.

N
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