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| MINFILE Number:  094E 305 Name: ATLAS EAST Status:  Prospect
Ore Zone/ Tonnage/ Commodity Grade Reference/
Year/Report On Category Comments
SAMPLE Copper 5.64 % Sample from high-grade mineralization detected over
Assay/analysis C?Old 0.11 g/t 100 metres.
2004 N Grab Silver 337 g/t Finlay Minerals Press Release, Nov. 12, 2024
DRILLHOLE Gold 2.18 g/t An 8.4-metre drill intersection.
Assay/analysis Silver 28.4 g/t Assessment Report 28984.
2006 N Drill Core
DRILLHOLE Gold 5.71 g/t Over 0.8 metre of breccia in hole AE05-01 and 4.5 and
Assay/analysis Silver 46.7 g/t 17.3 grams per tonne silver over 43.6 and 9.85 metres,
2005 N Drill Core respectively, in hole AE05-02.
Assessment Report 28083
FLOAT Gold 3.22 g/t Samples of large-mineralized boulders at the base of a
Assay/analysis Silver 80.6 g/t steep gossanous zone.
2004 N Rock Assessment Report 27602
SAMPLE Gold 0.348 g/t Grab samples (RBO3PN16) of porphyritic andesite
Assay/analysis Silver 15.0 g/t hosting disseminated pyrite over 10 metres.
2003 N Grab Assessment Report 27310
SAMPLE Gold 3.870 g/t Grab sample AH3.
Assay/analysis Silver 200 g/t Assessment Report 22248
1991 N Grab
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