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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

FLOAT

2017

Assay/analysis                

Grab

Copper 0.587 %

Silver 6.7 g/t

a float sample (Q932602) of chloritic quartz vein 

material hosting clots of chalcopyrite

Assessment Report 35663
N

SAMPLE

2007

Assay/analysis                

Grab

Gold 0.56 g/t a grab sample (90002) of intense jarositic fault breccia 

over 10 metres

Assessment Report 29605
N

FLOAT

2007

Assay/analysis                

Grab

Gold 5.7 g/t Sample (90104) of hornfels material

Assessment Report 29605

N

FLOAT

2007

Assay/analysis                

Grab

Gold 0.8 g/t

Copper 1.4 %

float sample (90056) of 

magnetite-pyrite-chalcopyrite-quartz vein

Assessment Report 29605
N
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