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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

DRILLHOLE

2004

Assay/analysis                

Drill Core

Gold 0.72 g/t

Silver 307. g/t

Copper 0.30 %

Lead 0.22 %

Zinc 0.08 %

drill core wall rock samples from the Griz vein

Assessment Report 27790

N

SAMPLE

2004

Assay/analysis                

Grab

Gold 78.8 g/t

Silver 2060 g/t

Copper 0.51 %

Lead 11.4 %

Zinc 10.5 %

a surface grab sample from Griz vein massive sulphide 

material in outcrop

Assessment Report 27790
N

SAMPLE

2003

Assay/analysis                

Rock

Gold 4.2 g/t

Silver 1943 g/t

Copper 0.252 %

Lead 0.403 %

Zinc 0.919 %

Sample 132940 over 1.0 metre of a 20 to 50 metre wide 

vein swarm zone

Assessment Report 27429
N

SAMPLE

1999

Assay/analysis                

Grab

Gold 7.99 g/t

Silver 2226.1 g/t

Zinc 14.93 %

Lead 5.78 %

a sample (DR-8) from a 15-centimetre wide vein of 

semi-massive sphalerite and galena mineralization

Assessment Report 26252
N

SAMPLE

1999

Assay/analysis                

Chip

Copper 1.2 %

Lead 1.0 %

Zinc 2.5 %

Silver 123.7 g/t

Gold 0.73 g/t

a chip sample (JC99-BK-10), taken approximately 250 

metres to the west over 1.0 metre

Assessment Report 26252
N
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