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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2014

Assay/analysis                

Rock

Copper 0.67 % Sample (261913) of mineralized aplite dike.

Assessment Report 34942.

N

SAMPLE

2006

Assay/analysis                

Chip

Copper 0.409 %

Molybdenum 0.01 %

Sample 6628 over 1.0 metre.

Assessment Report 28649.

N
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