MINFILE Inventory Detail Report

{:%T{JT_I‘LSBI_IIA BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

| MINFILE Number:  094E 351 Name: SKARN 1 Status: Showing
Ore Zone/ Tonnage/ Commodity Grade Reference/
Year/Report On Category Comments
DRILLHOLE Copper 0.02 % DDH JP22028: 78 metre intersection, from 264 to 342
Assay/analysis Gold 0.11 g/t metres downhole; including 13.29 metres of 0.03 per
2023 Y Drill Core Silver 0.4 g/t cent copper, 0.2 gram per tonne gold, and 0.5 gram per
tonne silver
Assessment Report 40912
DRILLHOLE Gold 3.7 g/t DDH JP22024: 2.7 metre vein intersection
Assay/analysis Assessment Report 40912
2023 Y Dirill Core
SAMPLE Gold 1.2 g/t 2022 rock sample from SWT Target area; oxidized
Assay/analysis Silver 24 gt quartz-pyrite vein and pyrite veinlets cutting sericitized
2023 Y Grab volcanics
Assessment Report 40912
SAMPLE Zinc 3.893 %
Assay/analysis Silver 45.7 gt Assessment Report 26545.
2000 N Rock Gold 0.278 g/t
SAMPLE Copper 0.121 % Sample GW-7551
Assay/analysis Silver 9.7 ght Assessment Report 18396.
1988 N Rock
SAMPLE Copper 0.200 % Samples R-6881 and R-6882.
Assay/analysis Lead 0.588 % Assessment Report 17459.
N Rock Zinc 0.728 %
1987 Silver 7.3 g/t
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