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Year/Report On
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Comments

DRILLHOLE

2025

Assay/analysis                

Drill Core

Copper 0.16 %

Gold 0.09 g/t

Silver 1.2 g/t

DDH JP24046: 402 metre intersection, including 51 

metres of 0.32 per cent copper, 0.18 gram per tonne 

gold and 1.8 grams per tonne silver

Press Release, Amarc Resources Ltd. Feb. 28, 2025
Y

DRILLHOLE

2023

Assay/analysis                

Drill Core

Copper 0.3 %

Gold 0.14 g/t

Silver 1.7 g/t

DDH JP22030: 296 metre intersection from 342 to 638 

metres downhole, including 96 metres grading 0.39 per 

cent copper, 0.18 grams per tonne gold and 2.6 grams 

per tonne silver

Assessment Report 40912

Y

DRILLHOLE

2022

Assay/analysis                

Drill Core

Copper 0.06 %

Gold 0.21 g/t

Silver 0.7 g/t

DDH JP21006: 27 metre intersection

Assessment Report 40024

Y

DRILLHOLE

2012

Assay/analysis                

Drill Core

Gold 0.219 g/t

Copper 0.052 %

Over 35.00 metres in drillhole MEX12-013.

Assessment Report 33802.

N

DRILLHOLE

2009

Assay/analysis                

Drill Core

Gold 11.43 g/t Over 3.0 metres in drillhole PIN09-15.

Assessment Report 31564.

N

DRILLHOLE

1998

Assay/analysis                

Drill Core

Silver 12.6 g/t

Gold 0.020 g/t

Tungsten 0.021 %

Drillhole P98-7.

Assessment Report 26251.

N
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