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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2005

Assay/analysis                

Chip

Gold 1.39 g/t

Silver 100 g/t

Copper 4.049 %

a chip sample (64373) across an oxidized vein-shear 

with pyrite and chalcopyrite over 0.15 metre

Assessment Report 28071
N

SAMPLE

2003

Assay/analysis                

Rock

Gold 1.88 g/t

Silver 27.7 g/t

Copper 0.540 %

two rock samples (133207 and 133208) yielded values 

of 0.40 and 1.88 grams per tonne gold, 12.9 and 27.7 

grams per tonne silver with 0.961 and 0.540 per cent 

copper over 1.0 metre, respectively

Assessment Report 27429

N
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