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Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2003

Assay/analysis                

Grab

Silver 2.4 g/t

Lead 0.286 %

Zinc 0.299 %

A grab sample (WG-PS-03-001) of siliceous intrusive 

hosting disseminated pyrite and an un-identified 

blue-grey mineral.

Assessment Report 27310
N

SAMPLE

2002

Assay/analysis                

Chip

Gold 0.410 g/t Two samples (RB02PS02 and RB02PS03) from the 

Canyon zone yielded 0.236 and 0.41 gram per tonne 

gold over 0.75 and 2.00 metres, respectively.

Assessment Report 27055
N

SAMPLE

1998

Assay/analysis                

Grab

Gold 0.622 g/t A select grab sample (52295) of altered monzonite or 

monzodiorite with quartz veinlets and disseminated 

pyrite, while a grab sample (52293) of sericite-pyrite 

altered volcanic rock yielded 0.105 gram per tonne gold, 

3.4 grams per tonne silver, 0.403 per cent lead and 

0.231 per cent zinc.

Assessment Report 25811

N

SAMPLE

1997

Assay/analysis                

Rock

Gold 0.582 g/t Five rock samples (JBP28 to JBP32) of variably 

clay-quartz-sericite-pyrite-limonite altered intrusive.

Assessment Report 25282
N

SAMPLE

1996

Assay/analysis                

Rock

Gold 0.304 g/t

Silver 132.8 g/t

Molybdenum 0.037 %

Copper 1 %

A rock sample (LPJ-12) of quartz veinlets with 

malachite and chalcopyrite in a monzonite host.

Assessment Report 25054
N

SAMPLE

1993

Assay/analysis                

Grab

Gold 0.608 g/t

Copper 0.058 %

Representative samples of the quartz-magnetite 

mineralization.

Assessment Report 23313
N

Thursday, April 2, 2026 Page 1 of 1094E  394MINFILE  Number:


