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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2003

Assay/analysis                

Rock

Gold 0.85 g/t

Silver 14.8 g/t

Copper 0.618 %

Zinc 0.344 %

Samples from the Shastex East occurrence area yielded 

up to 0.85 gram per tonne gold, 14.8 grams per tonne 

silver, 0.618 per cent copper and 0.344 per cent zinc.

Assessment Report 27429
N

SAMPLE

1986

Assay/analysis                

Rock

Gold 1.095 g/t

Silver 5.2 g/t

Sample PS-62.

(Assessment Report 15310

N

VEIN

1980

Assay/analysis                

Rock

Gold 0.31 g/t

Silver 19.8 g/t

Lead 1.12 %

Zinc 2.49 %

Two rock samples (SC-46-80-2 and SC-46-80-13) of 

quartz carbonate veining with galena from the JK-2 grid 

assayed up to 0.31 gram per tonne gold, 19.8 grams per 

tonne silver, 1.12 per cent lead and 2.49 per cent zinc.

Assessment Report 9086

N
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