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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2019

Assay/analysis                

Rock

Gold 1.0 g/t

Silver 80 g/t

Rock samples from the Jeckle occurrence area are 

reported to have yielded from 0.25 to 1.0 gram per 

tonne gold and greater than 80 grams per tonne silver.

P&E Mining Consultants Inc. (2021-06-28): Technical 

Report and Updated Mineral Resource Estimate of the 

Lawyers Gold-Silver Property, Omineca Mining 

Division, British Columbia, Canada

N

SAMPLE

1988

Assay/analysis                

Grab

Gold 0.718 g/t

Silver 103.0 g/t

A grab sample (32376) of reddish fine-grained 

granodiorite.
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N
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