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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2023

Assay/analysis                

Grab

Gold 2.26 g/t

Silver 24.2 g/t

2021 rock sample

Assessment Report 40958

N

SAMPLE

2018

Assay/analysis                

Rock

Gold 8.22 g/t

Silver 897 g/t

A rock sample (Y445280) from outcrop assayed 8.22 

grams per tonne gold and 897 grams per tonne silver, 

while two nearby rock samples (Y445281 and 

Y445282), taken to the south east of the previous 

sample, yielded 0.420 and 0.310 gram per tonne gold 

with 60.1 and 55.0 grams per tonne silver, respectively. 

No sample descriptions were provided for the previous 

samples.

Assessment Report 38447

N

NORTHWEST

1971

Assay/analysis                

Grab

Silver 17.6 g/t A sample grey tuff with pyrite, located approximately 

300 metres to the northwest.

Assessment Report 3416
N
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