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Tonnage/

Category

Commodity Grade Reference/
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TRENCH

1977

Assay/analysis                

Rock

Lead 0.47 % Samples from trenches.

Assessment Report 6666.

N

SAMPLE

1973

Assay/analysis                

Grab

Silver 100.0000 g/t

Uranium 0.0080 %

Vanadium 0.0200 %

Zinc 3.0000 %

Sample of gossan.

Geological Survey of Canada Economic Geology 27, 

page 49.

RIDGE

1971

Assay/analysis                

Rock

Zinc 1.00 % Rock sample (527472), taken from the ridge to the 

north-northwest. It is not known if these sample were 

from outcrops or talus.

Assessment Report 3199.
N

SAMPLE

1971

Assay/analysis                

Rock

Zinc 1.75 % Three rock samples (511884, 511877 and 811880) from 

the occurrence area yielded from 0.48 to 1.75 per cent 

zinc.

Assessment Report 3199.
N

SAMPLE

1958

Assay/analysis                

Drill Core

Zinc 4 %

Silver 46.9 g/t

Ferricrete samples from back-pack drill cores.

Assessment Report 6666.

N
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