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SAMPLE

2017

Assay/analysis                

Rock

Zinc 0.66 % Rock sample 2683579.

Assessment Report 36602.

N

SAMPLE

1995

Assay/analysis                

Chip

Zinc 3.05 %

Lead 0.68 %

Silver 14.9 g/t

Barite 1.38 %

A chip sample (07123) over 1.6 metres.

Assessment Report 24080.

N

DRILLHOLE

1980

Assay/analysis                

Drill Core

Zinc 6.9 %

Silver 32.5 g/t

Over 2.5 metre, values are 6.9 per cent combined lead 

and zinc.

Assessment Report 34208, page 18.
N

SAMPLE

1978

Assay/analysis                

Chip

Silver 7.0000 g/t

Lead 1.9100 %

Zinc 1.9000 %

Lead and zinc values are actually 3.81 per cent 

combined.  Assay values are from 1-metre chip samples 

of massive mineralization. A hand sample yielded 15 

per cent combined lead and zinc with 11 grams per 

tonne silver.

Assessment Report 7270.

N
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