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SAMPLE

2017

Assay/analysis                

Rock

Zinc 0.44 % Two rock samples (2683818 and 2683819) yielded 0.29 

and 0.44 per cent zinc, respectively,

Assessment Report 36602,
N

DRILLHOLE

2016

Assay/analysis                

Drill Core

Zinc 9.9 % Re-logging and XRF analysis of historic drill core 

yielded up to 9.9 per cent zinc over 0.6 metre and 7.08 

per cent zinc over 0.7 metre, both in hole EG82F01.

Assessment Report 35958.
N

SAMPLE

1995

Assay/analysis                

Chip

Zinc 5.2 %

Silver 37.8 g/t

A chip sample over 1.55 metres. Given zinc value is the 

combined for zinc and lead.

Assessment Report 24080.
N
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