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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2019

Assay/analysis                

Rock

Zinc 0.522 %

Cobalt 0.073 %

Maximum values for rock samples from the D zone.

Assessment Report 39072.

N

SAMPLE

2018

Assay/analysis                

Grab

Zinc 0.984 %

Nickel 0.082 %

Cobalt 0.081 %

A grab sample (GN18-029R) from outcrop, while 

fifteen other grab samples from the occurrence area 

yielded from 0.126 to 0.694 per cent zinc with 

anomalous values of nickel and cobalt up to 0.082 and 

0.081 per cent, respectively.

Assessment Report 38059.

N

SAMPLE

1980

Assay/analysis                

Rock

Zinc 0.60 % A rock sample from the occurrence area. It is not known 

if the rock samples came from outcrop or talus.

Assessment Report 8478.
N
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