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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

DRILLHOLE

2006

Assay/analysis                

Drill Core

Silver 15.1 g/t

Zinc 0.805 %

Lead 0.086 %

Over an unknown length in drillhole P-06-7.

Assessment Report 28976.

N

DRILLHOLE

2006

Assay/analysis                

Drill Core

Zinc 0.539 %

Lead 0.113 %

Silver 24 g/t

Drill hole P-06-12 yielded intercepts of 0.539 per cent 

zinc, 0.113 per cent lead, and 24 grams per tonne silver 

over 0.55 metre and 0.529 per cent zinc, 0.129 per cent 

lead, and 3.2 grams per tonne silver over 2.00 metres.

Strate, T. (2012-04-05): NI 43-101 Technical Report on 

the Pie Property.

N

DRILLHOLE

2006

Assay/analysis                

Drill Core

Zinc 0.300 % Over 6.7 metres in drill hole P-06-11,

Strate, T. (2012-04-05): NI 43-101 Technical Report on 

the Pie Property.N
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