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Ore Zone/

Year/Report On
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Comments

VEIN

2021

Assay/analysis                

Chip

Copper 7.38 % Sampling of the Magnum vein over 2.0 metres.

Assessment Report 39913.

N

VEIN

2021

Assay/analysis                

Grab

Copper 14.3 % A grab sample (D723397) of vein material hosting 8 to 

10 per cent chalcopyrite and 1 per cent bornite from the 

Vein 8a zone.

Assessment Report 39913.
N

SAMPLE

2018

Assay/analysis                

Rock

Copper 0.97 % Rock sample 204312.

Assessment Report 38031.

N

VEIN

2005

Assay/analysis                

Chip

Copper 1.97 % A chip sample (190077) taken from the area of the 

Magnum vein over 0.75 metre.

Harrington, E. (2019-07-31): Technical Report on the 

Churchkey Property.
Y

MAGNUM

1975

Inferred

Copper 3.00 % Reserves at time of mine closure.

Northern Miner - May 8, 1975.
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