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MINFILE Number: Status:Name:094K  015 428 NORTH Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

ROCK

1970

Assay/analysis                

Chip

Copper 2.6800 % High end of range of more representative chip sample 

values; taken over 6.4 metres.

Assessment Report 3318, Map 3.
N

SAMPLE

1970

Assay/analysis                

Chip

Copper 2.6800 % Sample 4-19, taken over 0.9 metre, from highly 

mineralized section.

Assessment Report 2644, Geology Map.
N
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