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Ore Zone/

Year/Report On
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Category

Commodity Grade Reference/

Comments

VEIN

2005

Assay/analysis                

Chip

Copper 9.1 % Chip sample (B374221) from a quartz-carbonate vein 

with pyrite, chalcopyrite and malachite, located on the 

hanging wall of a diabase dike, over 0.25 metre.

Assessment Report 28281
N
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