MINFILE Inventory Detail Report

C%T{_JT_I‘LSB}IIA BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

| MINFILE Number: 094K 041 Name: PJ 105 Status: Showing
Ore Zone/ Tonnage/ Commodity Grade Reference/
Year/Report On Category Comments
VEIN Copper 0.67 % Grab samples (D723529 and D723532) from the West
Assay/analysis and East veins yielded 0.35 and 0.67 per cent copper,
2021 N Grab respectively.
Assessment Report 39912.
WEST Copper 0.37 % Sample 4498 taken a short distance west of the vein,
Assay/analysis malachite was noted in dolostone.
1982 N Rock Assessment Report 10960.
SAMPLE Copper 12.4000 % Taken over 1.37 metres. Best value of several chip
Assay/analysis samples.
1970 N Chip Assessment Report 2837, page 5.
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