BRITISH
COLUMBIA

MINFILE Inventory Detail Report
BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

| MINFILE Number: 094K 042 Name: PJ 100 Status: Showing
Ore Zone/ Tonnage/ Commodity Grade Reference/
Year/Report On Category Comments
1 Copper 4.6 % A chip sample (D723524) from the first vein over 0.3
Assay/analysis metre.
2021 N Chip Assessment Report 39912.
2 Copper 2.95% A grab sample from the second (east) vein.
Assay/analysis Assessment Report 39912.
2021 N Grab
VEIN Copper 14.25 % A chip sample (B374256) from a 5-metre wide and
Assay/analysis 30-metre-long quartz vein hosting massive chalcopyrite
2005 N Chip over 5 metres.
Assessment Report 28281.
SAMPLE Copper 13.0000 % Taken over 0.75 metre. Best of a range of chip sample
Assay/analysis values.
1970 N Chip Assessment Report 2837.
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