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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

FLOAT

2005

Assay/analysis                

Grab

Copper 22.8 %

Silver 12.95 g/t

A sample (335784) of high-grade float comprising 

massive quartz±carbonate veining with massive pyrite 

and chalcopyrite in a black shale from the occurrence 

area yielded 22.8 per cent copper and 12.95 grams per 

tonne silver.

Harrington, E. [2008-07-07]: Technical Report on the 

HD Property, Liard Mining Division, British Columbia, 

Canada

N

NORTHEAST

1982

Assay/analysis                

Rock

Copper 0.26 % A rock sample (4499) of black calcareous argillite with 

malachite staining from a north-northwest trending 

ridge, located approximately 2.3 kilometres northeast of 

the HD 149 occurrence.

Assessment Report 10960

N
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