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SAMPLE

1996

Assay/analysis                

Rock

Barite 56.76 %

Lead 0.88 %

Silver 6.3 g/t

samples from a poorly exposed 0.5 metre wide and 

50-metre long chert/barite bed, trending east-west with a 

near vertical dip, yielded values up to 56.76 per cent 

barium (sample PK-4), while a channel sample (PK-34) 

from the east end of the horizon assayed 0.88 per cent 

lead and 6.3 grams per tonne silver over 2.0 metres.

Assessment Report 24454

N

SOUTHEAST

1996

Assay/analysis                

Rock

Lead 0.07 %

Silver 4.2 g/t

Gold 0.96 g/t

Two samples (PK-106 and -107) of iron-rich 

carbonate(?) pods, up to 0.3 metre in diameter, and 

hosted near the contact of phyllite-argillite with 

underlying dolomite, located approximately 200 metres 

south-southeast.
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