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SAMPLE

2012

Assay/analysis                

Channel

Fluorite 75.8 % Five samples (380002 to 380006) yielded from 26.7 to 

75.8 per cent CaF2.

McCallum, N.G. (2012-12-12): Technical Report on the 

Liard Fluorspar Project.
N

DRILLHOLE

1972

Assay/analysis                

Drill Core

Fluorite 8.8000 % Hole number 63, in fractured limestone, over 18 metres.

Assessment Report 3975, page 7.

SAMPLE

1972

Assay/analysis                

Chip

Fluorite 73.4000 % Chip sample 2026, from Zone A.

Assessment Report 3975.

N
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