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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

FLOAT

2019

Assay/analysis                

Rock

Copper 1.500 % a float sample taken from the south side of Mount 

Hansen

van der Meer, L. (2019-06-06): Technical Report on the 

Bakar Property
N

SAMPLE

2019

Assay/analysis                

Rock

Copper 41.56 %

Silver 186.6 g/t

Sample 3267064.

van der Meer, L. (2019-06-06): Technical Report on the 

Bakar PropertyN

ADIT

1919

Assay/analysis                

Grab

Silver 56.2000 g/t

Gold 0.0001 g/t

Copper 21.0000 %

Selected sample.

Minister of Mines Annual Report 1919, page 206.

N
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