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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SHOWING

1992

Assay/analysis                

Unknown

Copper 10.0000 % Massive sulphide zone is reported to assay greater than 

10 per cent copper (Assessment Report 22952, Figure 

3).

Assessment Report 22952, Figure 3.
N

SAMPLE

1963

Assay/analysis                

Chip

Copper 4.6 %

Silver 17.1 g/t

Lead 0.5 %

the average of four samples yielded 4.6 per cent copper 

and 17.1 grams per tonne silver over a width of 

approximately 30 centimetres with up to 8.1 per cent 

copper, 0.5 per cent lead

Property File - Cariboo Gold Quartz Mining Co. Ltd. 

[1963-10-09]: Preliminary Report - Hood, Rod, Bill and 

Young Showings

N

Thursday, February 19, 2026 Page 1 of 1103F  056MINFILE  Number:


