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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

ROCK

2019

Assay/analysis                

Grab

Vanadium 0.513 %

Titanium 4.01 %

Iron 49.3 %

Sample No. A0195641: From the main magnetic 

anomaly; reflecting a semi-massive magnetite in a 

silicified hornblende-rich diorite; 450 m south of 

SKARN Minfile location.

ARIS 38325

N

HIGH-GRADE

1984

Assay/analysis                

Grab

Iron 49.0000 %

Titanium 7.0000 %

Vanadium 1.2000 %

The sample was taken from high grade material.

Assessment Report 12346.

N
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