
MINFILE Inventory Detail Report

BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

MINFILE Number: Status:Name:103G  049 PORCHER-V Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

OUTCROP

2019

Assay/analysis                

Grab

Vanadium 0.422 %

Titanium 2.69 %

Iron 47.8 %

Vanadium = V2O5 per cent.  Sample # A0195522: 

Semi-massive magnetite in silicified hornblende diorite; 

greater than 50 per cent magnetite.
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