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MINFILE Number: Status:Name:103I  016 MOLYBDENUM CREEK Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

DRILLHOLE

2005

Assay/analysis                

Bulk Sample

Molybdenum 0.0101 %

Tungsten 0.0590 %

Copper 0.0475 %

Maximum values encountered in drilling (generally over 

2m sample intervals).

BCM Resources Corp. News Release Dec 21, 2006
N

SAMPLE

1979

Assay/analysis                

Grab

Copper 1.9000 %

Molybdenum 0.0970 % Assessment Report 7740.

N
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