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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

DRILLHOLE

2005

Assay/analysis                

Drill Core

Copper 0.038 % over 181 metres, including up to 1 per cent copper and 

0.5 gram per tonne gold over 1 metre in hole LC0511

Sharp, R.J. (2008-01-22): 2008 Exploration And 

Geological Report for the Elsiar Cu-Mo Porphyry 

Property

N

EAST

2005

Assay/analysis                

Drill Core

Copper 0.19 %

Molybdenum 0.013 %

Gold 0.79 g/t

over 3.4 metres in hole LC05004 located east of the 

LCR zone

Sharp, R.J. (2008-01-22): 2008 Exploration And 

Geological Report for the Elsiar Cu-Mo Porphyry 

Property

N

NORTHEAST

2005

Assay/analysis                

Drill Core

Molybdenum 0.115 %

Copper 1.04 %

Silver 35 g/t

Gold 0.35 g/t

over 1.0 metre in hole LC05007 or LC05008 located to 

the north east of the LCR zone

Sharp, R.J. (2008-01-22): 2008 Exploration And 

Geological Report for the Elsiar Cu-Mo Porphyry 

Property

N

2

2005

Assay/analysis                

Grab

Copper 0.47 % a grab sample from the Stilleto zone

Sharp, R.J. (2008-01-22): 2008 Exploration And 

Geological Report for the Elsiar Cu-Mo Porphyry 

Property
N

DRILLHOLE

2004

Assay/analysis                

Drill Core

Copper 0.112 % over 28.5 metres, including 1.17 per cent copper over 

1.6 metres in hole LC04001

Sharp, R.J. (2008-01-22): 2008 Exploration And 

Geological Report for the Elsiar Cu-Mo Porphyry 

Property; Kenwood, S. (2011-01-07): 2010 Exploration 

and Geological Report for the Elsiar Cu-Mo Porphyry 

Property

N

SAMPLE

1980

Assay/analysis                

Rock

Copper 0.0600 %

Molybdenum 0.0200 %

Average grade of mineralization.

Assessment Report 8446.

N
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