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MINFILE Number: Status:Name:103I  047 GOLD DOME Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2007

Assay/analysis                

Grab

Copper 0.790 %

Molybdenum 0.022 %

six samples (37 through 42)

Assessment Report 29151

N

SAMPLE

2005

Assay/analysis                

Rock

Gold 4.559 g/t

Silver 28.73 g/t

Copper 0.790 %

Molybdenum 0.022 %

Assessment Report 31853

N

SAMPLE

1994

Assay/analysis                

Grab

Gold 7.48 g/t

Silver 24.6 g/t

Copper 0.22 %

Lead 0.47 %

sample (AFR015) of vein material

Assessment Report 23766

N

SAMPLE

1964

Assay/analysis                

Grab

Silver 1765.0000 g/t

Gold 20.4000 g/t

Copper 1.7600 %

Lead 1.3200 %

Zinc 5.2000 %

Geological Survey of Canada Memoir 329.

N
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