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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

TAILINGS

2018

Assay/analysis                

Grab

Copper 2.57 %

Silver 34.8 g/t

Sample number KMT1888: maroon andesite tuff with 

estimated 1-2 per cent disseminated bornite and 1 per 

cent malachite

ARIS 37602
N

2

1964

Assay/analysis                

Chip

Copper 1.5400 % The sample width is 13.0 metres.

Property File: Report by D.D. Campbell, 1964.
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