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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

1989

Assay/analysis                

Bulk Sample

Gold   76.2000 g/t A bulk sample of 90 tonnes yielded 6856 grams of gold.

Norther Miner September 4, 1989.

N

VEINS

1929

Assay/analysis                

Grab

Silver   17.0000 g/t

Gold   66.0000 g/t Minister of Mines Annual Report 1930, page 78.

N
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