
MINFILE Inventory Detail Report

BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

MINFILE Number: Status:Name:103I  153 MARDAV Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

VEIN

2010

Assay/analysis                

Rock

Gold 0.145 g/t

Silver 19.9 g/t

Copper 0.716 %

a sample of vein material (JBLCR003)

Kenwood, S. (2011-01-07): 2010 Exploration and 

Geological Report for the Elsiar Cu-Mo Porphyry 

Property
N

VEIN

2010

Assay/analysis                

Chip

Gold 0.150 g/t a 0.5 metre long chip sample (AHLCR083) from a 3 

metre wide quartz veined and brecciated zone in 

siltstone

Kenwood, S. (2011-01-07): 2010 Exploration and 

Geological Report for the Elsiar Cu-Mo Porphyry 

Property

N

FLOAT

2008

Assay/analysis                

Grab

Molybdenum 0.238 % a float boulder sample FULCR001

Kenwood, S. (2011-01-07): 2010 Exploration and 

Geological Report for the Elsiar Cu-Mo Porphyry 

Property
N
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